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MATERIAL DESCRIPTION LL PL Pl %<#40 %<#200 USCS
® Light Reddish Brown Lean CLAY w/ Sand 32 16 16
Project No. 207028 Client: Geoplex
Project: Sinai
® Source: Test Pit4 Elev./Depth: 3'
LIQUID AND PLASTIC LIMITS TEST REPORT
PLASTICITY
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