Liquid & Plastic Limits
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NUMBER OF BLOWS
MATERIAL DESCRIPTION LL PL PI %<#40 %<#200 USCS
° Brown Sandy Lean CLAY 37 17 20
® Source: B-2 Sample No.: Bag #9 Elev./Depth: 3.0’
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